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 Abstract  

Welded joints constitute critical components in the high-cycle fatigue dimensioning of naval 

structures. In particular, the local geometry of the weld toe as well as the welding process induced 

residual stress strongly impact the fatigue properties. In that regard, such factors must be considered in 

a dedicated fatigue life forecast model, identified via an adapted experimental protocol. On the basis of 

X-ray stress analysis and in-situ crack growth monitoring by thermoelastic stress analysis, the present 

study introduces a linear elastic fracture mechanics model that considers the initial residual stress field 

in the vicinity of the weld toe. 

Keywords : stress ratio; fatigue design; linear elastic fracture mechanics; welding; infrared 

thermography 

Nomenclature 

𝑬  Young modulus 𝒇𝒎  Loading frequency 

𝝂  Poisson coefficient 𝝈𝒓𝒆𝒔
𝒊𝒏𝒊𝒕  

Local initial residual stress orthogonal to the 

weld toe 

𝝈𝒚  Yield stress 𝝈𝒓𝒆𝒔
𝒔𝒕𝒂𝒃  

Local stabilised residual stress orthogonal to 

the weld toe 

𝝆  Density 𝚫𝝈𝒆𝒇𝒇  Effective stress range 

𝒄  Specific heat 𝑹𝒆𝒇𝒇  Effective stress ratio 

𝜶  Coefficient of thermal expansion 𝑵  Number of cycles 

𝑻𝟎  Room temperature 𝑵𝒓𝒆𝒇  
Reference number of cycles (before crack 

detection) 

�⃗⃗�   Local heat flux 𝑵𝒕  Number of cycles to weld long crack 

𝑪𝒕𝒉𝒆  Thermoelastic coupling source 𝑵𝒅  Number of cycles to crack detection 

𝚫  Dissipation source 𝑵𝒓  Number of cycles to sample failure 

𝑰𝟏  Stress tensor’s first invariant 𝒂  Crack surface half-length 

𝑰𝟏  Amplitude of the stress tensor’s first invariant 𝒄  Crack depth 

𝜽  Temperature variation 𝒂𝟎  Deterministic initial crack half-length 

𝜽𝒕𝒉𝒆
𝒔   

Theoretical temperature linked to the 

thermoelastic coupling 
𝒂𝒇  Critical crack half-length 

𝜽𝟏
𝒔   

Theoretical temperature’s first harmonic linked to 

the thermoelastic coupling 
𝒌𝒔𝒑𝟏𝒔𝒑𝟐  

Indicator of consistency between crack 

growth rate and fatigue lifetime of samples 

𝜽𝒕𝒉𝒆
𝒄   

Experimental (infrared camera measurement) 

temperature linked to the thermoelastic coupling 
𝑪𝒑  Paris-Erdogan law constant 
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𝜽𝟏
𝒄   

Experimental (infrared camera measurement) 

temperature’s first harmonic linked to the 

thermoelastic coupling 

 

𝒎𝒑  Paris-Erdogan law exponent 

𝚫𝜽𝟏
𝒄   

Differential of the temperature’s first harmonic 

linked to the thermoelastic coupling 
𝚫𝑲  Stress intensity factor range 

𝚫𝜽𝟏𝑳  
Threshold value of the differential temperature’s 

first harmonic linked to the thermoelastic 

coupling for the detection of cracks 

𝒓𝒐  
Share of the nominal stress range 

contribution to crack propagation 

𝜸𝟏  Skewness 𝒃  Parameter of stress ratio influence 

𝚫𝝈𝒏𝒐𝒎  Nominal stress range 𝒎𝑹  Sensitivity to the effective stress ratio 

𝑹𝒏𝒐𝒎  Nominal load ratio   

 

1 Introduction 

Welded joints constitute a key component to the structural integrity of civilian and military ships. The 

knowledge of their behaviour in fatigue is critical as they are a common site of crack initiation. In that 

regard, engineers must be provided with a predictive model dedicated to the fatigue of welded joints. 

Such model must consider specific factors of influence on fatigue life, namely the geometric singularity 

of the weld toe and the welding residual stresses which are known to strongly impact the fatigue life of 

welded-joints 1–4. 

The failure mechanism of the welded joint is dependent on the local geometry, and in particular on the 

curvature radius that marks the transition from the substrate to the weld bead 5,6. Both the welding 

process (number of welding passes, power input, …) and post-welding operations (grinding, remelting, 

shot peening, …) can significantly affect this local geometry, thus the high cycle fatigue properties 7. 

For instance it was shown by Carteron et al. 8, on Gas Metal Arc Welding cruciform welded joints, that 

TIG remelting could further delay the initiation of cracks, changing from a crack propagation dominated 

(in the as-welded condition) to a crack initiation dominated fatigue life. 

The welding residual stress field is also strongly dependent on the welding and post-welding process 

parameters 9–11. Moreover, it can be altered by the in-service cyclic loading 12, especially at the weld toe 

where plasticity can occur. The resulting stabilized residual stress field affects the high cycle fatigue life 

of the welded joint as it adds up with the mean stress, locally altering the stress ratio. In that regard, 

Hensel proposed the introduction of an effective stress ratio 𝑅𝑒𝑓𝑓, taking into account the stabilized 

residual stress, and defined a mean stress sensitivity factor 𝑚𝑅, that links the stress range Δ𝜎(𝑅𝑒𝑓𝑓 , 𝑁) 

for any stress ratio 𝑅𝑒𝑓𝑓 to the reference stress range Δ𝜎(𝑅𝑒𝑓𝑓 = −1,𝑁) for a constant fatigue life 𝑁 13. 

The parameter 𝑚𝑅 is found to be dependent both on the material and welded joint configuration. Other 

approaches rely on Linear Elastic Fracture Mechanics (LEFM), via the introduction of the stress ratio 𝑅 

in the Paris-Erdogan law 14 in order to directly model the fatigue crack growth 15–17. Indeed, as it is 

demonstrated in the work by Smith and Smith 18, while the local residual stresses near the weld toe have 

little effect on the crack initiation phase, it significantly affects the crack growth rate. 

In such context, the knowledge of the failure mechanism as well as the accurate stress state in the vicinity 

of the weld toe is crucial to forecast the fatigue life of a welded joint. In this study, thick high strength 

steel T welded-joints are considered. The assessment of the residual stresses at the weld toe is done 

through X-ray diffraction. To explore the mean stress effect on fatigue life, Thermoelastic Stress 

Analysis (TSA) is chosen. Indeed, TSA has proven to be especially suited to the monitoring of surface 

cracks 19,20, and has already been used successfully in the case of cruciform welded-joints 8,21. A 

dedicated post-processing method of the collected infrared data allows for the assessment of fatigue 

crack growth properties useful to the identification of a LEFM based model. 



 

This paper is divided in three sections. Firstly, details are given about the welded-joint configurations 

studied in fatigue and the associated experimental set-up. The specific protocols of residual stress 

assessment through X-ray diffraction as well as fatigue cracks monitoring using TSA are also presented. 

Secondly, experimental results are detailed, both on the fatigue performance of each tested joint and the 

post-processing of infrared data; the failure mechanism is determined on the basis of TSA observations. 

Thirdly, a fatigue model is presented, based on a LEFM approach: the influence of the effective stress 

ratio 𝑅𝑒𝑓𝑓 is considered in the Paris-Erdogan law through a sensitivity parameter 𝑏∗. The parameters of 

the proposed model are determined on the basis of the crack propagation kinetics identified by TSA. It 

is found that the mean stress sensitivity 𝑚𝑅 relative to this model is coherent with the findings of Hensel 
13 and that the fatigue life forecasts for different load ratios are in good agreement with experimental 

results. 

2 Experimental set-up and methods 

In this section, are presented the test protocol, the studied specimen and the experimental methods, 

namely residual stress measurement through X-ray diffraction and fatigue cracks monitoring through 

TSA. 

2.1 Test set-up and equipment 

Tests were performed on thick welded T-joints made of ferritic high-strength steel (𝑅𝑝0.2 ≥ 700 𝑀𝑃𝑎, 

𝑅𝑚 ≥ 780 𝑀𝑃𝑎 and 𝐴% ≥ 15 %) used for naval applications. Dimensions of the T-joints are detailed 

in Figure 1 (thickness 𝑒𝑇 is not given for confidentiality purposes). 

 
 

 

𝒍𝑻 49 

𝑾𝒔 14 

𝑾𝒘 15 

𝑯𝒘 15 

Figure 1: Welded T-joint dimensions (in millimetres) 

Tests were carried out using a four-point bending fixture mounted in a hydraulic tensile machine of a 

100 𝑘𝑁 load capacity. The testing machine is load controlled in order to apply a sinusoidal cyclic 

loading. The T-joints are monitored during the test by recording infrared films at a regular time interval. 

The infrared camera sampling frequency is 100 𝐻𝑧 and films were consistently 3000 frames long. 

Given the the presence of the four-point bending fixture, an infrared mirror of reflectivity of 98 % tilted 

at 45° was used, thus allowing for the infrared monitoring of both the weld toes and the side of the T-

joint (Figure 2). 
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Figure 2: Illustration of the four-point bending test set-up configured for the loading ratio 𝑹𝒏𝒐𝒎 = 𝟏𝟎 

In order to explore the coupled effect of the load stress ratio and the residual stresses in the vicinity of 

the weld toe on the fatigue life of the welded joints, four testing configurations were considered in this 

study: 

- AS-W-R01: in the as-welded state and tested at the load ratio 𝑅𝑛𝑜𝑚 = 0.1; 

- AS-W-R10: in the as-welded state and tested at 𝑅𝑛𝑜𝑚 = 10; 

- PRE-T-R01: pre-loaded in tension at a nominal stress 𝜎𝑦 and tested at 𝑅𝑛𝑜𝑚 = 0.1; 

- PRE-C-R10: pre-loaded in compression at a nominal stress −𝜎𝑦 and tested at 𝑅𝑛𝑜𝑚 = 10. 

A pre-loading in tension of the welded T-joint tends to introduce negative (compression) residual 

stresses normal to the weld toe, while a pre-loading in compression tends to introduce positive (tension) 

residual stresses normal to the weld toe. 

2.2 Residual stresses at the weld toe 

Residual stresses were measured using a StressTech G2R X-ray diffractometer and the 𝑠𝑖𝑛2𝜓 method. 

Surface measurements were made with a 1 mm collimator to measure as closed as possible to the weld 

toe. Several measurements were made to obtain an average value as the residual stress vary at the weld 

toe along the welding direction. Only the transverse stress (perpendicular to the weld toe) is reported in 

this paper as it is aligned with the maximum principal stress during fatigue. 

Residual stresses were measured after welding and after the introduction of the loading prior to fatigue 

testing to obtain the initial residual stress. Specimens were measured again during the fatigue test to 

obtain a stabilised residual stress value, which is used as the reference value in the present proposed 

predictive model. Indeed, it is observed that residual stresses stabilise already after a few loading cycles, 

before any fatigue crack detection by Thermoelastic Stress Analysis (TSA). Measured residual stresses 

are detailed in Table 1. 

Sample Initial state 
𝑹𝒏𝒐𝒎 

 

(−) 

𝚫𝝈𝒏𝒐𝒎
𝝈𝒚

 

(−) 

𝝈𝒓𝒆𝒔
𝒊𝒏𝒊𝒕

𝝈𝒚
 

(−) 

𝝈𝒓𝒆𝒔
𝒔𝒕𝒂𝒃

𝝈𝒚
 

(−) 

𝑹𝒆𝒇𝒇 

 

(−) 

AS-W-R01-1 AS-W 0.1 0.29 -0.07 -0.07 -0.2 

AS-W-R01-2 AS-W 0.1 0.66 -0.07 -0.07 0 

AS-W-R01-3 AS-W 0.1 0.86 -0.07 -0.21 -0.2 

PRE-T-R01-1 PRE-T 0.1 0.66 -0.21 -0.21 -0.3 

AS-W-R10-1 AS-W 10 0.66 -0.07 -0.07 5.5 



 

Sample Initial state 
𝑹𝒏𝒐𝒎 

 

(−) 

𝚫𝝈𝒏𝒐𝒎
𝝈𝒚

 

(−) 

𝝈𝒓𝒆𝒔
𝒊𝒏𝒊𝒕

𝝈𝒚
 

(−) 

𝝈𝒓𝒆𝒔
𝒔𝒕𝒂𝒃

𝝈𝒚
 

(−) 

𝑹𝒆𝒇𝒇 

 

(−) 
AS-W-R10-2 AS-W 10 1.13 -0.07 0.43 -3.9 

PRE-C-R10-1 PRE-C 10 0.66 0.14 0.14 -8.4 

PRE-C-R10-2 PRE-C 10 0.86 0.14 0.14 -17 

PRE-C-R10-3 PRE-C 10 1.13 0.14 0.43 -3.9 
Table 1: Detail of the initial state, loading configuration, initial and stabilised residual stress and effective stress ratio 

of each tested sample 

The presence of a residual stress field in the vicinity of the weld toe must be considered as it affects the 

local stress state responsible for the initiation and propagation of fatigue cracks. For this purpose, the 

effective stress ratio 𝑅𝑒𝑓𝑓 (i.e. a stress ratio at the vicinity of the weld toe) is defined as 

 
𝑅𝑒𝑓𝑓 =

𝜎𝑚𝑖𝑛 + 𝜎𝑟𝑒𝑠
𝑠𝑡𝑎𝑏

𝜎𝑚𝑎𝑥 + 𝜎𝑟𝑒𝑠
𝑠𝑡𝑎𝑏

 
1 

where 𝜎𝑟𝑒𝑠 is the component of the residual stress tensor in the direction of the principal maximum 

nominal stress and where 𝜎𝑚𝑖𝑛 and 𝜎𝑚𝑎𝑥 are the minimal and maximal nominal stress in a cycle, 

respectively. This definition of the effective stress ratio is inspired by the work of Hensel 13. 

The values of this effective stress ratio for all tested T-joints are detailed in Table 1. As it can be 

observed, the presence of residual stresses can strongly impact the effective stress ratio in the vicinity 

of the weld toe, especially for pre-loaded configurations. It is important to note that while only two 

nominal stress ratios 𝑅𝑛𝑜𝑚 are tested, there are in fact seven different effective stress ratios 𝑅𝑒𝑓𝑓 due to 

the presence of residual stresses at the weld toe. 

2.3 Infrared thermography for the detection of cracks 

Thermography has proven to be an effective and versatile experimental method for the characterization 

of the fatigue behaviour of welded joints. For instance it allows for the characterization of a local heat 

dissipation behaviour useful to the assessment of a predictive fatigue model 8,22,23. It can also be used 

for a rapid assessment of the fatigue strength 24–26, based on an empiric self-heating approach 27. In 

another approach, Williams et al. 28 demonstrated the applicability on welded materials of the 

thermographic method for the determination of the remaining fatigue life, as proposed by Amiri et al. 
29. Finally, thermography, or more specifically TSA, can be used for the detection and the monitoring 

of fatigue cracks at the weld toe and the assessment of a fatigue crack growth rate 8,21. In this study, 

fatigue crack monitoring via TSA was the selected approach. 

2.3.1 Theoretical background 

This method relies on the analysis of the temperature response 𝜃 of a structure submitted to a cyclic 

loading. Such dissipative behaviour can be decomposed in two contributions, namely: 

- the intrinsic dissipation, responsible for a progressive temperature rise towards a stabilized 

temperature 𝜃𝑑 (assuming the heat source averaged over one loading cycle is constant); 

- the thermoelastic coupling, responsible for the immediate thermal response 𝜃𝑡ℎ𝑒
𝑠  of a loaded 

structure. 

In this study, the temperature linked to the thermoelastic coupling is of particular interest as it allows 

for mechanical field measurement on the observed surface. Indeed, the local heat equation is written 

 𝜌𝑐
𝜕𝜃

𝜕𝑡
= −𝑑𝑖𝑣(𝑞 ) + 𝐶𝑡ℎ𝑒 + Δ, 2 

where 𝜌 is the density, 𝑐 the specific heat, 𝜃 the temperature variation, 𝑞  the local heat flux and 𝐶𝑡ℎ𝑒 

and Δ the heat sources of thermoelastic coupling and dissipation, respectively. For small temperature 
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variations 𝜃 (i.e. 
𝜃

𝑇0
≪ 1 where 𝑇0 is the initial temperature), the thermoelastic coupling heat source 𝐶𝑡ℎ𝑒 

can be written 30 

 
𝐶𝑡ℎ𝑒 = −𝑇0𝛼 (𝐼1̇ + 𝛼�̇�

3𝐸

1 − 2𝜈
), 3 

where 𝛼 is the coefficient of thermal expansion, 𝐼1 is the stress tensor’s first invariant, 𝐸 is the Young 

modulus and 𝜈 is the Poisson coefficient. Noting that, for typical steel materials at room temperature 

𝛼2
3𝐸

1−2𝜈
𝑇0 ≪ 𝜌𝑐, and solving the local heat equation for an isotropic material under adiabatic 

conditions, it comes 

 𝜕𝜃𝑡ℎ𝑒
𝑠

𝜕𝑡
=
−𝑇0𝛼

𝜌𝑐

𝜕𝐼1
𝜕𝑡
, 4 

with 𝜃𝑡ℎ𝑒
𝑠   the temperature variation linked to the thermoelastic coupling. For a linear system 

(undamaged purely elastic structure), given a sinusoidal macroscopic loading of frequency 𝑓𝑚, equation 

3 links the temperature to the thermoelastic coupling 𝜃𝑡ℎ𝑒
𝑠 , which is also sinusoidal at the frequency 𝑓𝑚, 

and its amplitude (the first harmonic) is written 

 
𝜃1
𝑠 = 𝐼1𝑎

𝛼𝑇0
𝜌𝑐
, 5 

with 𝐼1𝑎 the amplitude of the stress tensor’s first invariant. 

In practice, the temperature at the surface of a structure is recorded over a few loading cycles using an 

infrared camera. This experimental temperature signal includes both the conduction effects and the 

surface emissivity. The field of the first harmonic of the temperature signal linked to the thermoelastic 

coupling 𝜃1
𝑐 is estimated from infrared data by the lock-in method 31–33, as the loading frequency 𝑓𝑚 is 

known. This field is an image of the mechanical field 𝐼1𝑎, locally averaged because of conduction effects; 

indeed, the testing conditions are not adiabatic (𝑓𝑚 < 5 𝐻𝑧). Nevertheless, stress heterogeneities at the 

surface of the T-joint can be observed, as illustrated in Figure 3. Inside a same field of view, a classical 

bending stress field is revealed on the side of the joint, and stress concentrations at the weld toes around 

the stiffener are visible in the infrared mirror frame. 

 

Figure 3: Field of the temperature’s first harmonic 𝜽𝟏
𝒄  linked to the thermoelastic coupling on a T-joint determined by 

the lock-in method from an infrared film 

When the structure is damaged, in particular when fatigue cracks have initiated, the mechanical field is 

affected. As a result, surface cracks can be revealed in the infrared data. In the case of the bending of T-

joints, surface cracks initiate at the weld toe, and propagate in Mode I. To reveal such cracks in the 

infrared images, two cases must be distinguished according to the considered loading ratio. 



 

2.3.2 Crack detection at 𝑅𝑛𝑜𝑚 = 0.1 

At 𝑅𝑛𝑜𝑚 = 0.1, fatigue cracks are always open. The system is linear, i.e. given a sinusoidal macroscopic 

loading the local temperature linked to the thermoelastic coupling 𝜃𝑡ℎ𝑒
𝑠  around the crack is sinusoidal. 

The crack lips being free edges, the local amplitude of the stress tensor’s drops drastically. As a result, 

the presence of an opened crack at the weld toe of a T-joint is easily detectable as it is responsible for a 

distinct discontinuation of the linear concentration of 𝜃1
𝑐 along the weld toe (Figure 4 a), as determined 

by the lock-in method 31. In practice, in order to detect the presence of a fatigue crack as early as possible, 

differential maps of the temperature’s first harmonic linked to the thermoelastic coupling 𝜃1
𝑐 are 

calculated considering a reference state where no cracks exist 

 Δ𝜃1
𝑐(𝑁) = 𝜃1

𝑐(𝑁) − 𝜃1
𝑐(𝑁𝑟𝑒𝑓), 6 

where Δ𝜃1
𝑐 is the differential of the temperature’s first harmonic, 𝑁 is the considered number of cycles 

and 𝑁𝑟𝑒𝑓 is the number of cycles of the reference state (Figure 4 b). In this study, a threshold value of 

Δ𝜃1𝐿 = 0,03°𝐶 is chosen to detect open cracks at the weld toe when considering a loading ratio of 

𝑅𝑛𝑜𝑚 = 0.1. 

  
(a) (b) 

  
(c) (d) 

Figure 4: Image post-processing example on a damaged sample under cyclic bending at 𝑹𝒏𝒐𝒎 = 𝟎.𝟏 - Field of the 

temperature’s first harmonic 𝜽𝟏
𝒄  at 𝑵 = 𝟔𝟐 𝟎𝟎𝟎 cycles (a) and at 𝑵 = 𝟏𝟔𝟎 𝟎𝟎𝟎 cycles for which three cracks on the 

left weld toe are visible (b) and corresponding fields of the differential of the temperature’s first harmonic 𝚫𝜽𝟏
𝒄  at 𝑵 =

𝟔𝟐 𝟎𝟎𝟎 cycles (c) and at 𝑵 = 𝟏𝟔𝟎 𝟎𝟎𝟎 cycles (d) – The temperature signals 𝜽𝒕𝒉𝒆
𝒄  at the coloured cross markers are 

illustrated in Figure 5 a 

2.3.3 Crack detection at 𝑅𝑛𝑜𝑚 = 10 

At 𝑅𝑛𝑜𝑚 = 10, because of the high compressive local mean stress at the weld toe, fatigue cracks are 

subject to a closing phenomenon. The crack lips constitute free edges for only a portion of a loading 

cycle; the crack is closed for the rest of the time, transmitting a compressive load. As a result, the system 

is no longer linear: the application of a sinusoidal macroscopic loading does not result in a sinusoidal 

local temperature signal. Rather, given the intermittent closing phenomenon, the local temperature 

signal 𝜃𝑡ℎ𝑒
𝑠  is similar to a clipped sine. This is illustrated in Figure 5 a, in which the temperature signal 

𝜃𝑡ℎ𝑒
𝑐  over time in one pixel at the weld toe (exact positions are illustrated in Figure 4 and Figure 6), 

before and after crack initiation at both 𝑅𝑛𝑜𝑚 = 0.1 and 𝑅𝑛𝑜𝑚 = 10. For such signals, the first harmonic 

𝜃1
𝑐 is no longer a suitable indicator and the lock-in method cannot be used to detect closing fatigue cracks 
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efficiently. Instead, another method is proposed, through the analysis of the distribution of the 

temperature signal 𝑇𝑐 values sampled over an integer number of periods. This distribution is 

symmetrical with respect to the mean value when 𝑇𝑐 is a sine signal (as for the tests at 𝑅𝑛𝑜𝑚 = 0.1 for 

which no crack closing occur) and it is no longer symmetrical when 𝑇𝑐 is a clipped sine (as for the tests 

at 𝑅𝑛𝑜𝑚 = 10 for which crack closing occur) as it is illustrated in Figure 5 b. To measure the asymmetry 

of the distribution of a random variable 𝑋, one can use the skewness indicator γ1, defined as 

 
γ1(𝑋) = 𝔼 [(

𝑋 − 𝜇

√𝑣
)
3

], 7 

Where 𝔼 is the expectancy, 𝜇 is the mean of the random variable 𝑋 and 𝑣 is its variance. The skewness 

is zero for a perfectly symmetrical distribution, and non-zero otherwise. As such, maps of the skewness 

γ1 are calculated from the infrared films. In this study, a threshold value of γ1L ≈ 0.05 is chosen to 

detect closing cracks at the weld toe when considering a loading ratio of 𝑅 = 10. One should note that 

the threshold values Δ𝜃𝐿 are γ1L not directly comparable in terms of crack size as the two detection 

methods do not rely on the same quantity. Their values were chosen as small as possible in order to 

avoid seeing measurement noise as fatigue cracks. 

 

 

(a) (b) 
Figure 5: Temperature linked to the thermoelastic coupling 𝜽𝒕𝒉𝒆

𝒄  at the weld toe over time 𝒕 as determined by the 

infrared camera for loadings at 𝑹𝒏𝒐𝒎 = 𝟎. 𝟏 and 𝑹𝒏𝒐𝒎 = 𝟏𝟎, both for undamaged and cracked state (a) and sampled 

signals’ distributions at 𝑹𝒏𝒐𝒎 = 𝟏𝟎 for undamaged and cracked state (b) 

  
(a) (b) 

Figure 6: Image post-processing example on a damaged sample under cyclic bending at 𝑹𝒏𝒐𝒎 = 𝟏𝟎 - Field of the 

skewness 𝜸𝟏 at 𝑵 = 𝟓 𝟎𝟎𝟎 cycles (a) and at 𝑵 = 𝟐𝟏𝟎 𝟎𝟎𝟎 cycles showing presence of one crack on the left weld toe 

and five on the right weld toe (b) – The temperature signals 𝜽𝒕𝒉𝒆
𝒄  at the coloured cross markers are illustrated in 

Figure 5 a 



 

2.3.4 Occurrence of the closing phenomenon 

A clear distinction of the crack propagation phenomena exists between both loading cases (𝑅𝑛𝑜𝑚 = 0.1 

and 𝑅𝑛𝑜𝑚 = 10). To properly detect cracks, the relevant post-processing operation must be chosen: 

either the evaluation of the temperature’s first harmonic 𝜃1
𝑐 via the lock-in method 31 (for open cracks) 

or the evaluation of the skewness 𝛾1 of the temperature signal (for closing cracks). Indeed, for open 

cracks, the skewness indicator 𝛾1 is ineffective (Figure 4 c); on the contrary, for closing cracks, the first 

harmonic indicator 𝜃1
𝑐 is not suitable (Figure 6 b). In this study, it was verified (by estimating 𝛾1) that 

no closing phenomenon exists at 𝑅𝑛𝑜𝑚 = 0.1; on the contrary, it was also verified that such closing 

phenomenon always exists at 𝑅𝑛𝑜𝑚 = 10. As a result, there is no ambiguity as to which method must 

be applied for each testing configuration. 

3 Experimental results 

In this section, experimental results (namely the fatigue lives and the collected infrared data) are detailed 

and discussed. 

3.1 Fatigue results 

In order to assess the fatigue properties of the T-joints, the choice of an adequate criterion for the 

definition of a fatigue life must be made. Indeed, fatigue failure is reached for specimens tested at 

𝑅𝑛𝑜𝑚 = 0.1 (critical crack depth leading to sensible drop in the T-joint stiffness), but it is not for 

specimens tested at 𝑅𝑛𝑜𝑚 = 10 for which the in-depth propagation of cracks seems to either stop or 

evolve very slowly. In that regard, joint AS-W-R10-1 constitutes a pathological case, for which fatigue 

failure was observed not at the weld toe, but on the opposite face, in the bulk. For this reason, two fatigue 

lives are considered in this study: 

- the number of cycles to TSA crack detection 𝑁𝑑; 

- the number of cycles to weld long crack 𝑁𝑡, i.e. when a unique crack of length 𝑙𝑇 is observed at 

the weld toe on infrared data. 

The fatigue lives of the tested T-joints are given in Table 2. 

Sample 

𝚫𝝈𝒏𝒐𝒎
𝝈𝒚

 

(−) 

𝑵𝒅 

(𝒄𝒚𝒄𝒍𝒆𝒔) 
𝑵𝒕 

(𝒄𝒚𝒄𝒍𝒆𝒔) 

𝐝𝒂

𝐝𝑵
 

(𝒎𝒎/𝒄𝒚𝒄𝒍𝒆) 

AS-W-R01-1 0.29 134 000 320 000 3.7 × 10−5 

AS-W-R01-2 0.66 4 200 21 000 3.6 × 10−4 

AS-W-R01-3 0.86 4 000 16 500 5.0 × 10−4 

PRE-T-R01-1 0.66 7 000 23 500 3.0 × 10−4 

AS-W-R10-1 0.66 90 000 > 288 000 1.9 × 10−5 

AS-W-R10-2 1.13 3 000 12 000 2.6 × 10−4 

PRE-C-R10-1 0.66 80 000 330 000 3.0 × 10−5 

PRE-C-R10-2 0.86 36 000 160 000 1.1 × 10−4 

PRE-C-R10-3 1.13 4 000 15 000 3.1 × 10−4 

Table 2: Number of cycles to crack detection 𝑵𝒅, number of cycles to weld long crack 𝑵𝒕 and crack growth rate 
𝐝𝒂

𝐝𝒏
 

(for 𝒂 ∈ [𝟏: 𝟓]) for all tested T-joints (a > sign means the test was stopped before a crack reached the total length of 

the weld toe) 

In Figure 7, the normalised stress range 
Δ𝜎𝑛𝑜𝑚

𝜎𝑦
 is plotted against the fatigue life 𝑁𝑡 in a log-log diagram. 

The data points of specimens tested at 𝑅𝑛𝑜𝑚 = 0.1 seem to be aligned in a straight line, following a 

Basquin law 
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 𝑁𝑡 = 𝐶𝐵Δ𝜎𝑛𝑜𝑚
−𝑚𝐵 , 8 

of slope 𝑚𝐵 = 2.8. This can be justified by the fact that these specimens have very close effective stress 

ratios 𝑅𝑒𝑓𝑓 (Table 1). On the contrary, T-joints tested at 𝑅𝑛𝑜𝑚 = 10 do not show such linear trend, 

which is again coherent with the fact that their respective effective stress ratios 𝑅𝑒𝑓𝑓 are different (Table 

1). 

 

Figure 7: Number of cycles to weld long crack 𝑵𝒅 of all tested T-joints and Basquin trend of 𝑹𝒏𝒐𝒎 = 𝟎. 𝟏 specimens 

3.2 Infrared data post-processing 

Given the experimental protocol as presented in previous paragraph, the collected infrared data and its 

post-processing allows for the monitoring of fatigue cracks at the weld toes. From this monitoring the 

propagation kinetics of the fatigue cracks is characterized and linked to the fatigue properties of the T-

joints. 

In the following figures, the number of cycles is normalized with respect to the total number of cycles 

𝑁𝑟 at the end of the test. 

3.2.1 Propagation maps 

For each film that is recorded during the fatigue test, the adapted crack indicator map is computed (the 

temperature’s first harmonic differential Δ𝜃1
𝑐 at 𝑅𝑛𝑜𝑚 = 0.1 or the skewness 𝛾1 at 𝑅𝑛𝑜𝑚 = 10). On 

these maps, two rectangular regions of interest are defined, bounding each weld toe (left and right). The 

crack indicator field in these regions is averaged along the weld toe’s width only to retain the information 

of the position and length of cracks along the weld toe’s length. The evolution of the position and length 

of the cracks during the fatigue test is then compiled in a propagation map. This whole process is 

illustrated on the case of the sample AS-W-R01-1 left weld toe in Figure 8. The propagation maps of 

four different weld toes for different samples are plotted in Figure 9. 



 

 

 

Figure 8: Schematic illustration of the propagation map construction: firstly a Region Of Interest (ROI) is defined to 

delimit one weld toe in the crack indicator map, secondly the 1D mean of the ROI along the weld toe thickness is 

computed for each time increment 𝑵, thirdly the thresholding of each 1D mean is computed to retain only the 

information of the position and length of a crack along the weld toe, finally the binarized 1D images are stacked to 

create the propagation map 

 

Figure 9: Example of crack propagation maps for samples AS-W-R01-1, PRE-T-R01-1, AS-W-R10-1 and PRE-C-

R10-1 

The initiation of multiple cracks at the weld toe is systematic. As a result, cracks can undergo a 

coalescence phenomenon (merging of cracks, Figure 9). The merging of cracks leads to the formation 

of a unique crack that eventually extends over the whole length of the weld toe at the number of cycles 

𝑁𝑡. The lifetime 𝑁𝑡 estimated for each sample is given in Table 2. 
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The number of cycles corresponding to the first infrared film for which a crack is detected is denoted by 

𝑁𝑑. It is then possible to estimate a propagation life ratio 𝑟𝑝
𝑑 =

𝑁𝑡−𝑁𝑑

𝑁𝑡
. In this study, it was determined 

for all tested sample that this ratio is on average equal to 73% (Figure 10), meaning that most of the 

fatigue life of the T-joints consists in fatigue crack propagation. It is believed, due to image resolution 

and conduction effects, that the number of cycles to first crack detection 𝑁𝑑 is larger than the number 

of cycles 𝑁𝑖 for actual crack initiation. As a result, the detected propagation life ratio 𝑟𝑝
𝑑 is smaller than 

the real propagation life ratio 𝑟𝑝
𝑖 =

𝑁𝑡−𝑁𝑖

𝑁𝑡
. From this result, it appears the crack initiation phase is 

negligible; a crack propagation approach is well suited to the description of the fatigue life of T-joints. 

 

Figure 10: Propagation life ratio of the tested T-joints 

3.2.2 Propagation curves 

In order to characterize the propagation kinetics at the different loading conditions, the detected fatigue 

cracks are distinguished and their length 2𝑎 along the weld toe is plotted against the number of cycles 

𝑁 (Figure 11). These propagation curves show linear evolution for large non-coalescent cracks (for 2𝑎 

from about 2𝑚𝑚 up to 10𝑚𝑚) of identical slope. Then, the propagation speed 
d𝑎

d𝑁
 of given loading 

configuration is assimilated to the mean slope of the crack propagation curves in their linear domain. 

The estimated propagation speed 
d𝑎

d𝑁
 of the tested T-joints is detailed in Table 2. 



 

 

Figure 11: Example of crack propagation curves for samples AS-W-R01-1, PRE-T-R01-1, AS-W-R10-1 and PRE-C-

R10-1 

Comparing the propagation speed 
d𝑎

d𝑁
 of samples AS-W-R10-1 and AS-W-R10-2 to that of AS-W-R01-

1, AS-W-R01-2 and AS-W-R01-3, it can be noticed that cracks propagate considerably slower for 

𝑅𝑛𝑜𝑚 = 10 than for 𝑅𝑛𝑜𝑚 = 0.1 when considering a same initial state (as-welded). This is caused by 

the crack closing phenomenon that exists for 𝑅𝑛𝑜𝑚 = 10. As a result, the number of cycles 𝑁𝑡  needed 

to reach the maximum crack length of as-welded T-joints is greater for 𝑅𝑛𝑜𝑚 = 10 than for 𝑅𝑛𝑜𝑚 =

0.1. It can be verified that, when comparing two loading configurations, a smaller propagation speed 
d𝑎

d𝑁
 

leads to a greater life span 𝑁𝑡 (Table 2). 

4 A model considering the effective stress ratio effect 

The proposed model is based on a fatigue crack propagation approach in which the closing phenomenon 

related to the effective stress ratio 𝑅𝑒𝑓𝑓 is considered. First, the different ingredients of the model are 

detailed, then the model identification process is exposed and finally the model is validated by 

confrontation to experimental fatigue data. 

4.1 Model philosophy 

The proposed approach neglects the initiation phase and assumes the existence of initial cracks at the 

weld toe which propagation in fatigue is described by the Paris-Erdogan law 14 

 d𝑎

d𝑁
= 𝐶𝑝Δ𝐾

𝑚𝑝 , 9 

with 𝐶𝑝 and 𝑚𝑝 material parameters of the law and Δ𝐾 the stress intensity factor’s range. The range Δ𝐾 

is defined as 



14 

 Δ𝐾 = 𝐹(𝑎)Δ𝜎𝑒𝑓𝑓√𝜋𝑎, 10 

where 𝐹(𝑎) is a correction factor and Δ𝜎𝑒𝑓𝑓 the effective stress range. The factor 𝐹(𝑎) is used for the 

consideration of multiple effects depending on the studied configuration such as edge effects (finite 

width and thickness), the type of loading (tension, bending, etc) as well as the size and shape of the 

crack front. The effective stress range Δ𝜎𝑒𝑓𝑓 is determined as the stress range that effectively participates 

in the propagation of the fatigue crack. In that context, 𝑟𝑜 represents the share of the nominal stress range 

that contributes to the crack propagation. The paramater 𝑟𝑜 is itself dependent on the effective stress 

ratio 𝑅𝑒𝑓𝑓 

 Δ𝜎𝑒𝑓𝑓 = 𝑟𝑜(𝑅𝑒𝑓𝑓)Δ𝜎𝑛𝑜𝑚. 11 

Finally, combining equations 9 to 11, it is possible to determine the number of cycles corresponding to 

the propagation of a non-coalescent crack of an initial half-length 𝑎0 to a half-length 𝑎𝑓 

 
𝑁(𝑎 = 𝑎𝑓) =

1

𝐶𝑝[𝑟𝑜(𝑅𝑒𝑓𝑓)Δ𝜎𝑛𝑜𝑚]
𝑚𝑝
∫

1

(𝐹(𝑎)√𝜋𝑎)
𝑚𝑝
d𝑎

𝑎𝑓

𝑎0

. 12 

In order to use such model, the parameters 𝐶𝑝, 𝑚𝑝 and 𝑎0 are determined from the infrared data, as well 

as parameter 𝑟𝑜(𝑅𝑒𝑓𝑓). The correction factor 𝐹(𝑎) is determined from the literature, to best match the 

configuration of the fatigue cracks at the weld toe of bending T-joints. 

4.2 Model identification 

4.2.1 Stress intensity factor 

The stress intensity factor’s range Δ𝐾 is completely determined by the definition of the correction factor 

𝐹(𝑎) (equation 10). In the particular case of fatigue cracks at the weld toe of T-joints, the correction 

factor as defined by Recho 34 is adopted, in which it is proposed to combine two correction factors from 

the literature, namely 𝑌(𝑎) for surface cracks in a finite three-dimensional body, as defined by Newman 

and Raju 35, and 𝑀𝑘(𝑎) for welded T-joints, as defined by Hobbacher 36, following 

 𝐹(𝑎) = 𝑌(𝑎)𝑀𝑘(𝑎). 13 

The first term 𝑌(𝑎) is defined as 

 
𝑌(𝑎) =

𝑓𝑤

√𝑄
[𝑀1 +𝑀2 (

𝑐

𝑒
)
2

+𝑀3 (
𝑐

𝑒
)
4

], 14 

where 𝑐 is the crack depth, 𝑓𝑤 a parameter relative to the finite width of the joint, Q a parameter relative 

to the crack front shape and 𝑀1, 𝑀2 and 𝑀3 parameters dependent of the considered position at the crack 

front (in the present case 𝐹(𝑎) is expressed at the bottom of the crack front). These parameters are 

defined by the following expressions 



 

 

{
 
 
 
 
 
 

 
 
 
 
 
 

𝑓𝑤 = √sec [
𝜋

𝑙𝑇 𝑒𝑇⁄

1

𝑐 𝑎⁄
√(

𝑐

𝑒𝑇
)
3

] ;

𝑄 = 1 + 1.464(
𝑐

𝑎
)
1,65

;

𝑀1 = 1.13 − 0.09
𝑐

𝑎
;

𝑀2 =
0.89

0.2 +
𝑐
𝑎

− 0.54;

𝑀3 = 0.5 −
1

0.65 +
𝑐
𝑎

+ 14 (1 −
𝑐

𝑎
)
24

;

 15 

with 𝑙𝑇 the joint’s width and 𝑒𝑇 the joint’s thickness (Figure 1). 

The second term 𝑀𝑘(𝑎) is defined as 

 
𝑀𝑘(𝑎) = 𝑣 (

𝑐

𝑒𝑇
)
𝑤

, 16 

with 

 

{
 
 

 
 𝑣 = 0.8068 − 0.1554

𝐻𝑤
𝑒𝑇

+ 0.0429(
𝐻𝑤
𝑒𝑇
)
2

+ 0.0794
𝑊𝑤
𝑒𝑇
;

𝑤 = −0.1993 − 0.1839
𝐻𝑤
𝑒𝑇

+ 0.0495(
𝐻𝑤
𝑒𝑇
)
2

+ 0.0815
𝑊𝑤
𝑒𝑇
; 

 17 

where 𝑊𝑤 is the weld width and 𝐻𝑤 is the weld height (Figure 1). It must be noted that in this study the 

T-joints are built so that 𝐻𝑤 = 𝑊𝑤. 

In practice, the infrared thermography experimental protocol presented in the previous paragraphs only 

allows for the monitoring of the crack surface length 2𝑎 while the depth 𝑐 remains unknown. In the 

present case, we chose to adopt the empiric law defined by Carteron et al. 8 in a very similar 

configuration (high-strength steel cruciform welded-joints loaded in tension), formulated as such 

 𝑐(𝑎) = −0.48𝑎1.14 + 𝑎. 18 

This hypothesis appears acceptable when confronted to the fractography analysis of a failed T-joint 

(Figure 12). 

 

Figure 12: Evolution of the depth 𝒄 as a function of the surface half-length 𝒂 as proposed by Carteron et al. 8 
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4.2.2 Paris-Erdogan law’s exponent 𝑚𝑝 

As shown in paragraph 3.2, the crack half-length 𝑎 is linear with respect to the number of cycles 𝑁 for 

millimetric cracks (between approximately 2 and 10 millimeters). In that regard, the crack growth rate 
d𝑎

d𝑁
 of millimetric cracks is independent of the crack half-length 𝑎 (

d2𝑎

d𝑁d𝑎
= 0 for 𝑎 ∈ [2: 10]). Given the 

Paris-Erdogan law (eq. 9), the form of the stress intensity range Δ𝐾 (eq. 10) and the expression of the 

effective stress range Δ𝜎𝑒𝑓𝑓 (eq. 11), for millimetric cracks, it comes 

 d𝑎

d𝑁
∝ [𝑟𝑜(𝑅𝑒𝑓𝑓)]

𝑚𝑝Δ𝜎𝑛𝑜𝑚
𝑚𝑝 . 19 

Then, the slope of the evolution of the crack growth rate of millimetric cracks 
d𝑎

d𝑁
 with respect to the 

applied nominal stress range Δ𝜎𝑛𝑜𝑚 in logarithmic scale, for a constant effective stress ratio 𝑅𝑒𝑓𝑓, is 

equal to the Paris-Erdogan exponent 𝑚𝑝. The values of 
d𝑎

𝑑𝑁
 (Table 2) are plotted against Δ𝜎𝑛𝑜𝑚 in a log-

log diagram for all tested T-joints in Figure 13. The Paris-Erdogan exponent 𝑚𝑝 is identified as the 

slope formed by data points of specimens AS-W-R01-1, AS-W-R01-2 and AS-W-R01-3, which 

effective stress 𝑅𝑒𝑓𝑓 is very close to 0.1. Moreover, crack closure was not witnessed through TSA for 

these specimens. The value of the Paris-Erdogan exponent is then 𝑚𝑝 = 2.4. 

 

Figure 13: Identification of the Paris-Erdogan exponent 𝒎𝒑 as the slope of the evolution of 
𝐝𝒂

𝐝𝑵
 with respect to 𝚫𝝈𝒏𝒐𝒎 

in a logarithmic scale for millimetric cracks at a constant effective stress ratio 𝑹𝒆𝒇𝒇 

4.2.3 Effective stress range 

The analysis of infrared films of T-joints under cyclic bending revealed the existence of a fatigue crack 

closing phenomenon at 𝑅𝑛𝑜𝑚 = 10 (paragraph 2.3). For such configurations, only a portion of the 

nominal stress range Δ𝜎𝑛𝑜𝑚 effectively takes part in the propagation of the initiated fatigue cracks: the 

effective stress range Δ𝜎𝑒𝑓𝑓. This effective stress range depends on the opening rate of the fatigue crack 

within one loading cycle 𝑟𝑜, for which the following definition is proposed 

 
Δ𝜎𝑒𝑓𝑓 = 𝑟𝑜(𝑅𝑒𝑓𝑓)Δ𝜎𝑛𝑜𝑚 =

1 − 𝑏∗𝑅𝑒𝑓𝑓

1 − 𝑅𝑒𝑓𝑓
Δ𝜎 𝑛𝑜𝑚;

𝑤𝑖𝑡ℎ 𝑏∗ = {
1 𝑠𝑖 1 > 𝑅𝑒𝑓𝑓 ≥ 0

𝑏 𝑜𝑡ℎ𝑒𝑟𝑤𝑖𝑠𝑒
;

 20 

where 𝑏 is a material parameter. From this definition of the opening rate 𝑟𝑜, and from equation 19, it is 

determined that for millimetric cracks, log (
d𝑎

d𝑁
) is linear with respect to log(𝛥𝜎𝑒𝑓𝑓) with a slope of 𝑚𝑝. 



 

Then, the parameter 𝑏 can be estimated by a linear least-square best fit on experimental data (Table 2). 

The value 𝑏 = 0.43 is found, for which all data points are aligned in a (
𝑑𝑎

𝑑𝑁
; Δ𝜎𝑒𝑓𝑓) diagram in log-log 

scale (Figure 14). While the crack growth rates 
𝑑𝑎

𝑑𝑁
 seem to form two distinct datasets when plotted 

against the nominal stress range Δ𝜎𝑛𝑜𝑚 (Figure 13), the definition of an effective stress range Δ𝜎𝑒𝑓𝑓 

demonstrates the existence of a global linear tendency in log-log scale (Figure 14). 

 

Figure 14: Alignment of the experimental data points in the (
𝒅𝒂

𝒅𝑵
; 𝚫𝝈𝒆𝒇𝒇) in log-log scale by the least-squares method 

to estimate the parameter 𝒃 

From the expression of the effective stress range Δ𝜎𝑒𝑓𝑓, and considering the loadings with 𝑅𝑒𝑓𝑓 = −1 

and 𝑅𝑒𝑓𝑓 = 0, it comes 

 1 + 𝑏

2
Δ𝜎𝑛𝑜𝑚,𝑅𝑒𝑓𝑓=−1 = Δ𝜎𝑛𝑜𝑚,𝑅𝑒𝑓𝑓=0 21 

or 

 1

2
Δ𝜎𝑛𝑜𝑚,𝑅𝑒𝑓𝑓=−1 =

1

2
Δ𝜎𝑛𝑜𝑚,𝑅𝑒𝑓𝑓=0 (1 +

1 − 𝑏

1 + 𝑏
). 22 

Equation 22 can be rewritten 

 1

2
Δ𝜎𝑛𝑜𝑚,𝑅𝑒𝑓𝑓=0 =

1

2
Δ𝜎𝑛𝑜𝑚,𝑅𝑒𝑓𝑓=−1 −𝑚𝑅𝜎𝑚|𝑅𝑒𝑓𝑓=0, 23 

where the parameter 𝑚𝑅 depends on b following 

 
𝑚𝑅 =

1 − 𝑏

1 + 𝑏
, 

 
24 

and where 𝜎𝑚|𝑅𝑒𝑓𝑓=0 =
𝜎𝑚𝑖𝑛+𝜎𝑚𝑎𝑥

2
+ 𝜎𝑟𝑒𝑠  is the mean stress at 𝑅𝑒𝑓𝑓 = 0. In the same manner, for any 

effective stress ratio 𝑅𝑒𝑓𝑓
∗  

 1

2
Δ𝜎𝑛𝑜𝑚,𝑅𝑒𝑓𝑓=𝑅𝑒𝑓𝑓

∗ =
1

2
Δ𝜎𝑛𝑜𝑚,𝑅𝑒𝑓𝑓=−1 −𝑚𝑅

∗  𝜎𝑚|𝑅𝑒𝑓𝑓=𝑅𝑒𝑓𝑓
∗ ,

𝑚𝑅
∗ = {

𝑚𝑅 (
1 − 𝑅𝑒𝑓𝑓

∗

1 + 𝑅𝑒𝑓𝑓
∗ )  𝑖𝑓 1 > 𝑅𝑒𝑓𝑓

∗ ≥ 0

𝑚𝑅 𝑜𝑡ℎ𝑒𝑟𝑤𝑖𝑠𝑒

.
 25 

The parameter 𝑚𝑅 describes the material sensitivity to the effective stress ratio 𝑅𝑒𝑓𝑓 in fatigue. 

According to the expression of 𝑚𝑅
∗  (eq. 25), the fatigue failure curve in the Haigh diagram for a fixed 
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number of cycles 𝑁 is bilinear, with a slope of −𝑚𝑅 for effective stress ratios 𝑅𝑒𝑓𝑓 under 0 and above 

1 and a zero slope otherwise (Figure 15). Such behaviour is comparable to experimental observations 

as described in the work of Hensel 13. 

Considering the value 𝑏 = 0.43, the corresponding stress ratio sensitivity parameter 𝑚𝑅 is equal to 0.39, 

which is again coherent with experimental results from the work of Hensel 13, where values of 𝑚𝑅 

between 0.2 and 0.4 for longitudinal welded stiffeners are given. 

 

Figure 15: Fatigue failure curve in the Haigh diagram for a constant number of cycles 𝑵 as per the proposed model 

4.2.4 Best-fit of the crack propagation law 

Two parameters of the proposed model are still to be determined: the initial crack size 𝑎0 and the Paris-

Erdogan coefficient 𝐶𝑝. They are both determined through a single operation of minimization of the 

least square error of the propagation law (eq. 12) as compared to experimental data of non-coalescent 

millimetric cracks propagation. In this study, portions of the cracks n°1 and n°2 of specimen AS-W-

R01-1 (half-length 𝑎 between 1 and 5 mm, Figure 11) were chosen as the optimization database (as it 

is a case without crack closure). Values 𝑎0 = 0.04 𝑚𝑚 and 𝐶𝑝 = 3,5 × 10
−14 𝑚𝑚1−

𝑚𝑝

2 .𝑀𝑃𝑎−𝑚𝑝 are 

then estimated. 

4.2.5 Model identification results 

Finally, the fatigue model based on a crack propagation approach is fully identified on the basis of the 

infrared thermography monitoring of T-joints under cyclic bending. The values of the model’s 

parameters are summarized in Table 3. 

𝒎𝒑 

(−) 

𝑪𝒑 

(𝒎𝒎𝟏−
𝒎𝒑

𝟐 . 𝑴𝑷𝒂−𝒎𝒑) 

𝒃 

(−) 
𝒂𝟎 

(𝒎𝒎) 

2,4 3,5 × 10−14 0,43 0,04 

Table 3: Identified values of the parameters of the crack propagation model 

4.3 Model validation 

4.3.1 Choice of a stop criterion 𝑎𝑓 

The proposed fatigue model (eq. 12) is based on a crack propagation approach: the existence of an initial 

crack is assumed, and the model describes its propagation according to the number of cycles 𝑁. The 

fatigue life estimated using this method is necessarily associated to the choice of a final crack length 𝑎𝑓. 

This crack length 𝑎𝑓 is a useful parameter to adjust the degree of conservatism of the fatigue life forecast. 



 

In the present configuration, care must be taken to consider a crack length 𝑎 for which the coalescence 

phenomenon is unlikely to happen as the model is not fit to describe the propagation of coalesced cracks 

which shape and evolution is more complex to predict. The infrared thermography monitoring has 

shown that multiple cracks initiate systematically for all specimens. As a result, a coalescence 

phenomenon is also systematically observed. According to the propagation curves determined from 

infrared data (Figure 11), cracks usually propagate up to a full-length 2𝑎 of 10 𝑚𝑚 before coalescence. 

In that context, the value 𝑎𝑓 must be chosen under 5 𝑚𝑚 to describe the life of the T-joints. 

In the following paragraph, 𝑎𝑓 is chosen equal to 5 𝑚𝑚 in order to compare the fatigue forecasts of the 

model to the experimental fatigue lives 𝑁𝑡 (number of cycles to formation of a full-width crack on the 

T-joint). Indeed, as soon as the coalescence phenomenon arises, the propagation of cracks significantly 

accelerates until a full-width crack is formed. As a result, the number of cycles difference between the 

instant of first crack coalescence 𝑁𝑐 ≈ 𝑁(𝑎𝑓 = 5) and the instant 𝑁𝑡 is small in comparison to 𝑁𝑡. In 

this context, while the choice of 𝑎𝑓 = 5 𝑚𝑚 is inherently conservative as 𝑁(𝑎𝑓) ≤ 𝑁𝑡, the direct 

comparison of 𝑁(𝑎𝑓) to 𝑁𝑡 as validation of the approach taking into account the stress ratio effect is 

justified. 

4.3.2 Confrontation to experimental fatigue life 𝑁𝑡 

The fatigue life forecasts according to the proposed model, for 𝑎𝑓 = 5 𝑚𝑚 and with parameters 

identified from infrared data, are compared to the experimental fatigue life 𝑁𝑡, corresponding to the 

number of cycles when a crack is spread over the entire width of the T-joint, on either the left or right 

weld toe. Results are plotted in Figure 16, with the experimental values 𝑁𝑡 on the x-axis and the model 

forecast 𝑁(𝑎𝑓 = 5) on the y-axis. The black solid line represents the ideal prediction where 

𝑁(𝑎𝑓 = 5) = 𝑁𝑡 and the two dotted lines represent a prediction error of plus or minus one decade. 

 

Figure 16: Comparison of the fatigue forecast 𝑵(𝒂𝒇 = 𝟓) to the experimental fatigue life 𝑵𝒕 with consideration of the 

stress ratio effect (𝒃 = 𝟎. 𝟒𝟑) 

The model predictions are satisfactory as most lie within two decades of the experimental lifetime 𝑁𝑡. 
The most conservative forecast is made for specimen PRE-C-R10-1 (as it could be expected from its 

crack growth rate, Figure 14). It is important to note that the experimental fatigue lives 𝑁𝑡 are not 

involved in the assessment of the model’s parameters.  
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5 Conclusion 

The effect of residual stresses and stress ratio on the high-cycle fatigue behaviour of high-strength steel 

welded T-joints was investigated in this study. On the basis of the experimental results, the following 

observations were made: 

1. Important transversal residual stresses exist at the weld toe in the as-welded condition. This 

initial field is only affected by large amplitude cyclic loadings (
Δ𝜎𝑛𝑜𝑚

𝜎𝑦
> 0.66). 

2. The TSA protocol adopted allows for millimetric crack monitoring at the weld toe. Moreover, 

it allows for the indirect observation of the crack closure phenomenon because of the non-linear 

thermoelastic response in the vicinity of the crack. 

3. The fatigue life of the as-welded joints is dominated by a crack propagation phase. 

Through the proposition of a LEFM based model and its identification based on TSA observations, the 

following conclusions can be drawn: 

1. The Paris-Erdogan law can be fully determined on the basis of the TSA crack monitoring results, 

with the exception of the relation between surface and in-depth propagation that requires test 

interruptions. 

2. An effective stress range Δ𝜎𝑒𝑓𝑓 was defined, which is chosen dependent on the effective stress 

ratio 𝑅𝑒𝑓𝑓 according to the parameter 𝑏∗ which value is determined by the unification of fatigue 

crack growth rates for different load ratios. 

3. The parameter 𝑏∗ allows for the calculation of the mean stress sensitivity factor 𝑚𝑅
∗ which 

value is coherent with literature data, as found in the work by Hensel 13. 

4. The fatigue forecasts are in good agreement with experimental fatigue lives 𝑁𝑡, validating the 

model in the studied configuration of high-strength steel welded T-joints. Such forecasts require 

the prior knowledge of residual stresses at the weld toe. 
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